Wood and Concrete Sealers

Manufacturers Identified Products Identified PIS C14 BEES Standards
15 27 16 6 2

1 [O9MM O9MM-0004 23 yes

2 [J3TP J3TP-0007 yes 82

3 [J3TP J3TP-0023 yes 82

4 (V698 V698-0006 82

5 |CTM8 CTM8-0002 91 yes ASTM D4446
ASTM D5401
Federal Specification
TT-W-572B

6 [J3TP J3TP-0016 91

7 |OA48 OA48-0010 yes

8 |OA48 OA48-0008 yes

9 |OA48 OA48-0009 yes

10 |OA48 OA48-0006 yes

11 |OA48 OA48-0007 yes

12 |OKAO OKAO-0001 yes Acrylic Stains

13 |CYTR CYTR-0003 yes

14 |LSL7 LSL7-0004 yes ASTM E-84-04
ASTM D-92
Solar reflectance
Thermal emittance

15|J4FB J4FB-0001 yes

16 |LSL7 LSL7-0001 yes ASTM E-84-04
ASTM D-92

17 |LSL7 LSL7-0002 yes ASTM E-84-04
ASTM D-92

18 |LSL7 LSL7-0005 yes ASTM D-92

19 |[D54E D54E-0010

20 [OA48 OA48-0005

21 [IUYA IJYA-0002

22 [O9MM O9MM-0002

23 [W1X4 W1X4-0001

24 [XDQK XDQK-0003

25 [KV79 KV79-0001

26 (2375 Z375-0001

27 [IUYA IJYA-0003




0 Third Quartile 91
0 Median 82
0 Average 86
0 First Quartile 82
Manufacturers Identified | Products Identified C14 BEES
1{O9MM O9MM-0004 23 yes
2|J3TP J3TP-0007 82
3|J3TP J3TP-0023 82
4|V698 V698-0006 82
5(J3TP J3TP-0016 91
6[{CTM8 CTM8-0002 91 yes
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